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‘’BMB COMPANY’’, LLC 

OKEANSKIY AVENUE ST. 108, FLAT 64, VLADIVOSTOK, RUSSIA, 690002 
 
The following sample(s) was/were submitted and identified by/on behalf of the client as: 
Sample Description : MSPC FLOORING--PREMIUM WEAR RESISTANCE VINYL 

FLOORING(4MM) 

Quantity Submitted : 1 PC 
Style No. : ART STONE ARMOR 
SGS No. : CZXHL21000288802 
  ************ 
Sample Receiving Date : Apr 06, 2021 
Testing Period : Apr 06, 2021 to Apr 16, 2021 

Testing Performed : Follow selected test(s) as requested by client. 
 

 Test RequirementTest RequirementTest RequirementTest Requirement    ConclusionConclusionConclusionConclusion    

1 Entry 23 of Annex XVII of REACH Regulation (EC) No 1907/2006 
amended by Commission Regulation (EU) No 835/2012, (EU) No 
494/2011 and (EU) 2016/217- Cadmium (Cd) 

Pass 

2 Commission Regulation (EU) 2015/628 amending Annex XVII of REACH 

Regulation (EC) No 1907/2006-Total Lead 

Pass 

 

 

  
 

*** FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) *** 
 

 
Land Jiang 

Authorized Signatory 
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1. Entry 23 1. Entry 23 1. Entry 23 1. Entry 23 of Annex XVII of REACH Regulation (EC) No 1907/2006 amended by Commission Regulation of Annex XVII of REACH Regulation (EC) No 1907/2006 amended by Commission Regulation of Annex XVII of REACH Regulation (EC) No 1907/2006 amended by Commission Regulation of Annex XVII of REACH Regulation (EC) No 1907/2006 amended by Commission Regulation 
(EU) No 835/2012, (EU) No 494/2011 and (EU) 2016/217(EU) No 835/2012, (EU) No 494/2011 and (EU) 2016/217(EU) No 835/2012, (EU) No 494/2011 and (EU) 2016/217(EU) No 835/2012, (EU) No 494/2011 and (EU) 2016/217----    Cadmium (Cd)Cadmium (Cd)Cadmium (Cd)Cadmium (Cd)    
Test Method: With reference to EN 1122: 2001, Method B, analysis was performed by ICP-OES/AAS. 

 

  Result Data: 

Test Item(s) Limit Units MDL A1 

Cadmium(Cd) 0.01 % 0.0005 ND 

ConclusionConclusionConclusionConclusion    PassPassPassPass    
 

 

 
2. Commission Regulation (EU) 2015/628 amending Annex XVII of REACH Regulation (EC) No 1907/20062. Commission Regulation (EU) 2015/628 amending Annex XVII of REACH Regulation (EC) No 1907/20062. Commission Regulation (EU) 2015/628 amending Annex XVII of REACH Regulation (EC) No 1907/20062. Commission Regulation (EU) 2015/628 amending Annex XVII of REACH Regulation (EC) No 1907/2006----
Total LeadTotal LeadTotal LeadTotal Lead    
Test Method: With reference to CPSC-CH-E1002-08.3, analysis was performed by AAS or ICP-OES. 

 

  Result Data: 

Test Item(s) Limit Units MDL A1 

Total Lead (Pb) 500 mg/kg 20 ND 

ConclusionConclusionConclusionConclusion    PassPassPassPass    
 

Notes:  
 When the result is equal to or greater than 500 mg/kg, the limit shall not apply where it can be 

demonstrated that the rate of Lead release from such an article or any such accessible part of 
an article, whether coated or uncoated, does not exceed 0.05 µg/cm2/h (equivalent to 0.05 
µg/g/h) (The further migration test shall not apply to jewellery articles covered by paragraph 1 

specified in  (EU) 836/2012). However, the legal text does not define a specific method for the 
demonstration of release rate while the Commission may develop a method for Lead migration. 

 

 
Photo Appendix 
Photo relative to received sample(s): 

  
Received Sample Received Sample 
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Test Part Description： 

SN ID. Sample No. Description 

SN1 A1 Grey/Colourful solid board with yellow back 
 

 
Result/Rating/Record Key(s) 

I.  Result/Rating Keys: P = Pass = Meet; F = Fail = Not Meet; N/A = Not applicable = Not suitable; NR = 

NC = Test not conduct/requested per client request; TT = Test terminated due to the earlier failure of 
last test.  

II.  Record Keys: “C:” means Claimed parameter; “A:” means Actual recorded from test; “D:” means Data 
for reference only.  

 

General Report Note(s) 
A.  N.B. Only applicable clauses were shown. 
B.  (1) 1mg/kg = 0.0001% (2) MDL = Method Detection Limit (3) ND = Not Detected (< MDL)  

(4) “-“ = Not Regulated 
C.  Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.  
D.  This document cannot be reproduced except in full, without prior written approval of the company. 

E.  Since the data and / or information above division line of front page is provided by the applicant, the 
relevant results or conclusions of this report are only made for these data and / or information, SGS 
is not responsible for the authenticity, integrity and results of the data and information and / or the 
validity of the conclusion.  

F.  The declaration of conformity is only based on the actual value of laboratory activity, measurement 

uncertainty of the results not taken into account. 
*** End of Report *** 

 


